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FOREWORD

The enclosed inserts for the Cryogenic Materials Data Hand-
book are issued as the third semiannual progress report on Air
Force Contract AF33(657)-9161. This handbook of data on solid
materials at low temperatures was initially prepared under the
sponsorship of the Air Force Ballistic Missile Division by per-
sonnel of the Cryogenic Engineering Laboratory, National Bureau
of Standards, Boulder, Colorado. During the performance of this
work, the responsibility for the handbook was transferred to the
Aeronautical Systems Division. The eleventh quarterly report,
dated 15 February 1962, was the final addition to the handbook
prepared by the National Bureau of Standards.

The contract to continue the generation, assimilation, and
presentation of data for the handbook was awarded to the Mate-
rials Research Section of Martin Company, Denver Division, in
June 1962.

The handbook's scope was increased so that additional pro-
perties and materials could be included. The index insert page
shows the current scope of materials. It appears that some con-
fusion exists regarding the use of the index. The index, pages
iii. and iv, identifies those materials that have been coded for
inclusion in the handbook and the properties desired for those
materials. -To determine which data are now included in the hand-
book, refer to the accumulative index, page vi. This index iden-
tifies the latest progress report containing data for a specific
material and property.

This progress report contains considerable tensile data ob-
tained by Martin Company under the subject contract effort. These
data are identified by reference number 1115. Data obtained from
other RTD programs, such as General Dynamics/Astronautics work on
pressure vessel materials for cryogenic application [Contract
AF33(616)-7719] and Narmco's work on the performance of plastic
laminates under cryogenic temperatures (Contract AF33(616)-82891,
are included. References 1122 and 1124, respectively, identify
data from these programs. A number of graphs replotting the orig-
inal National Bureau of Standards data are also included. Refer-
ence 137 identifies this work.

Plans to issue a completely revised hanabook in early 1964 have
been altered. The revision has been rescheduted to be completed
in mid-year. The revised handbook will be issued as a replacement
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for the existing document. All data will be replotted in the new
format. All copies of the handbook will be punched for a standard
three-hole binder. Obsolete data will be deleted and the reference
numbering system will be streamlined. Inserts to keep the new hand-
book current will still be issued semiannually.

To make the forthcoming handbook as complete as possible, users
are urged to submit appropriate data for inclusion in Lhe handbook.
Informatioa can be forwarded to the following address:

Fred R. Schwartzberg, Mail No. L-10
Martin Company
P.O. Box 179
Denver, Colorado 80201
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INDEX

MATERIAL

A. Aluminum E. Nickel
1. Tens-50 i. Inconel
2. 356 2. Inconel X
3. 1100 3. K Monel
4. X2020 4. S Monel
5. 2024 5. Nickel
6. 6061 6. Rene 41
7. 7075 7. Hastelloy 3
8. 2014 8. D-979
9. 2219 9. R-235

10. 5052
11. 5456 F. Titanium
12. 7039 1. Ti-5AI-2.5Sn

2. Ti-13V-IlCr-3A1
B. Cobalt 3. Ti-SAI-/V

1. Elgiloy 4. Ti-SAl-IMo-lIV
2. Stellite 3
3. L-605 (HS25) G. Carbides

1. Titanium Carbide
C. Copper 2. Tungsten Carbide

I. Beryllium Copper
2. 70/30 Brass H. Noiimetals
3. Copper 1. Ice

2. Kel-F
D. Iron 3. Mylar

1. Invar 36 4. Nylon
2. 34% Manganese Steel 5. Teflon
3. Ni-Span C 6. Epoxy-Fiberglas Laminate
4. Vascojet 1000 or Unimach #1 7. Phenolic-Fiberglas Laminate
5. 17-4 PH 8. PolyesLer-Fiberglas Laminate
6. 17-7 PH 9. High Temperature Polyester-
7. A-286 Fiberglas Laminate
8. 301 10. Silicone-Fiberglas Laminate
9. 302

10. 303 I. Miscellaneous Metals and Alloys
11. 304 1. Beryllium
12. 310 2. Molybdenum
13. 321
14. 347 J. Comparisons
15. 410
16. 440C K. Monographs
17. 440C
18. 1075 L. References
19. 2800 (97 Ni)
20. 4340
21. AM-355
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INDEX

PROPERTIES

a. Yield Strength n. Fatigue Behavior and Strength
(0.2% Offset)

o. Creep Behavior and Stress-

b. Tensile Strength Rupture

c. Elongation p. Thermal Expansion

d. Reduction of Area q. Poisson's Ratio

e. Stress-Strain Diagram r. Thermal Conductivity

f. Modulus of Elasticity a. Mechanical Hysteresis

g. Impact Energy t. Electrical Resistivity

h. Hardness u. Magnetic Properties

i. Compressive Yield Strength v. Compression Set

J. Compressive Strength w. Compression Modulus

k. Shearing Yield Strength x. Flexural Strength

1. Shearing Strength y. Flexure Modulus

m. Modulus of Rigidity
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ACCUMULATIVE INDEX

The letters and numbers in the left column denote the general
group and specific material as listed in the index. The letters
of the top row denote a property, and the numbers within the
squares refer to the last report in which data represented by

All the coordinates was issued. Numbers through 11 refer to quarterly
reports issued by the National Bureau of Standards under the pre-
ious contract. Numbers 12 and over refer to semiannual progress
reports issued by Martin under Air Force Materials Laboratory
sponsorship.
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